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1. 1JF OFFICIAL JUDOGI

APPROVED

International Judo Federation has established a system of tect
approval for Judogi and belt which must be used during IJF o

events.

JUDOGI Judogi must have Tag with its Official Label with an optical

provided by IJF which cannot be falsified..
FIG 1IEXAMPLE OF
THE OFFICIAL STICF
FOR JUDI AND All Judogifor 1JF official events must conform to these requireme

BELT from 01 April 2015and must be obligatory with th&Fofficial Tagred
-ON JACKET borders)2 NJ St aS A0 dreoprapétition. Bedre this Bate
-ON TROUSERS judogis with the formerlabel (blue borders) will be acceptedf the
-ON BELT measues correspond to the size requestéd rulesJanuary 012014.

Failing that, Judogi will not be accepted in competitiBelts mustbe
with blue or red IJF official Tag.

Only equipment in conformity with IJF rules can be approved

CONDITIONS

hyte O2YLIyASa K2 KIF@S aAi 3¢ Rhohdvane
a certificate of conformity for their product from one of the IJF appro
laboratories (see list in appendign obtain the Tag with its Officiahd unforgeable
Label. To become an IJF official supplier, a company must contact IJF ¢
Secretary office for the registration procedure.

as@ijf.org

CERTIFICATION

If a company approved as an official supplier ade¢o obtain the Official Lab
provided by IJF, the manufacturer of the company must produce Judogi and
accordance with the rules to one of the official IJF testing laboratories for inspe
and approval:

- One white Judogi (jacket and trousersige 180

- One blue Judogi (jacket and trousers), size 180
- ¢g2 alYLXSa 2F GKS 21 01S4Qa Tl oN

Color: white and blue

Dimensions: length 1,5m, widthwidth of the roll of the fabric
- Two black belt§Length of the belt to be sent should be between 2,5m ar
3m)

REFERENCE
The mame diand the reference numbershall be distinctly visible on the jack
trousers and belt.

CONTROL

All productsduring anlJFevent which are controlled norwompliant will be the
P object of an investigationif the supplier isecognized incorregta penalty going ug
S to the withdrawal of the IJF agreemecdn ke pronounced by the Office of the 1JF.

If it is the competitor or his teanwho are recognized incorrecthey will be

sanctionedby thelJFoffice.




2. GUIDELINE FOR M® MANUFACTURERS

The Judogi qualityis essential so that the opponent executes teishnique, it is compulsory th
every judogi is of property identical

2a Fabric material

2a(1) The fabric for Judogi must not be too thick, too rigid and too slippery for the oppone
take a grip.

2a(2)The fabric oflJudogi must be cotton or cotton blend with more than 70% Cotton, and
have good handeeling. Blending components other than cotton (less than 30%) can be ch
fibers, such as Rayon, Nylon, Polyester, etc.

Note : The use of chemical fiber will irease the strength and reduce the weight of the fabr
On the other hand, too much use of chemical fibers makes the fabric less salEsairbing.

2a(3) The fabric must have an appropriate solidity. Therefore, weaker fabric must not be
intentionally.

2a(4) The fabric weight (after new and unused jacket is washed dried) must be betwee
650g/ and 7509/ .

2a(5)Judogi white must have the color of cotton, that is, natural white omdfite.

2a(6) The official standard color for Judogi blue must beawesen Pantone number n°L
4051TCX(TPX) and n4A@39TCX(TPX) on the textile Pantone scale and between n°285M
286M on the print Pantone scale.

2b) Fabric weave system

2b(1) The jacket of Judogs composed of two parts, upper jacket part (approximately above
belt position) and lower jacket part (approximately below the belt position). Upper jacket
must be Sashikaeave fabric. (Sashiko is like grain stitches.)

The lower jacket pantnust be lightweight and strong plaiweave or twiklweave fabric, which i
combined with diamond patterned Sashiko weave.
(See the illustrationsFig. 11Fig.12, Fig.1)3

Note 1: Lower jacket (lower side) part nee
lightness rather than strength, therefore
diamond -patterned fabric is generall

used.(More yarns, heavier is the weight.)

Note 2 : Fabric face must be on the rig
face of Judogi, and reverse use is t
allowed.



Float

Textile

TWILL WEAVEFIG 3

The red square is just showing the repetitive weave system.

2b(2) Sashikoyarn direction must be horizontal when Judogi is placed vertically (when in use).
Horizontal Sashiko yarns increase the fabric strength against horizontal tensile force. Wr
direction is vertical, the fabric becomes slippery causing diffi@flbyandgrip.

2b(3) Upper jacket part must be doubleoven Sashiko fabric having enough strengthresist a
2200Ntraction.

2b(4)Number offloat of Sashiko yarn must bet@5 per inch(inch = 2,54 cmpfter washed and driec

SASHIKO
CFIG 4

2b(5) New and unused product afte
washed and dried must be within th
range bellow:

Sashiko yarn and basic fabric weave (in
2,54 cm)

Yarns per inch (2.54 cm) for warp and w
(after washed and dried)

Sashiko Yarn (warp) Ground warp Yarn Welt yarn

+5% Tolerated +5% Tolerated +5% Tolerated

Yarn count Per inch Yarn count Per inch Yarn count Per inch
1Gi5 ply 18 to 25 10i one ply 70 t096 20i 3 ply 70 to88
201 12 ply 18 to 25 102 ply 34 to48 102 ply 56 t080
1616 ply 18 to 25 20i2  ply 70 t096 1Gi 4 ply 28 t040
20i 10 ply 18 to 25




GFIG 5

A
//7 HOW TOCHECK THE NUMBERWARPS AND WEFTS
= \) 1. Prepare a loupe for textile use by which yarns in 1 square inch ¢
be observed. (left picture)
2. Count the number of warps per inch for the surface fabric.
3. Count the wefts after removing warp yarns and Sasyélas from
the fabric.

2b(6) The fabric for trousers and jacket collar must be twill weave.

2¢) Sewing specifications

2c(1)Jacket

N Sashiko covering dimension must be in the range of 58% of the finished whole jacket lengt
Judogi for over 190 cm height, the range can be 35%.

1 Sashikopart must not have sewing stitches other than at back joint, both side body, and
sleeves, except uppdower joint. See Fid.2, partD)

N Width of collar must be 4 cm maximum. Collar must be sewn withws. (Fig.8)

N The color of insideollar fabricmust not be seen from outside.

N The collar thickness must be up to 1 cm except the part including sewn seam in case the
seam is placed in the jacket back and extended to the collar.

N Collar assembly which sandwiches body Sadhikdc and chest pad fabric must be in accordai
with the followingpoints @c(1)a 2c(1), 2c(1)k, 2c(1y).

2c(1)a Outer part of collar (essential part)

N Twill weave cotton or cotton blend with more than 70% cotton fabric must be used (chosen
the three types):

¢FIG 6 TWILL WEAVE. 1 TWILL WEAVE.1 TWILL WEAVE.2

I

Yarn must be thinner than yarn count 10sp{2 yarn having equal resulting count can be used to
increase strength.)

2c¢(1)b Reinforcement fabric for thallar (if used)
In the case of using reinforcement fabric for collar, cotton fabric with plain or twill weave.

-FIG # TWILL WEAVE1 TWILL WEAVE.1 TWILL WEAVE 1
[

Yarn must be thinner than yarn count 10s.



2c(1)cMain core material (essential part)

Main core material for collar must be one of the 4 materials, throstle spun yarn 1
(Garabo), norwoven fabric, felt, odiamond-patterned fabric.
2c¢(1)d Sub core material (if used)

In the case of using sub core material, use a material as speci2edlijc

FIG. 8THE COLLA

B —— Jacket fabric
C_ ——Chest pad

D

4 Cm

Note: The purpose of specification above is to prevent collar from becoming too hard to

setting the upper limit on the collar thickness.

<\D HOW TO CHECK THE BARSS OF THE COLLARTER

WASHED AND DRIED)

1 Fold the collar, at the chest pad inserted part, into two and place
Note: At this time, do not touch around the folding axis to aaoil pressing
force.

2. The height (width) of colldolded into two must be within 3&m.

FIG. 9 A FIG. 9B

FIG. 10




N A cuff on a sleeve (turhack of sleeve edge) must be within
3 cm wide except raised paffig. 11, part C)

i Lower side of both sle@s must be sewn by rolled seam.
(Fig. 11, part §5

N Reinforcement tape for jacket sleeve edge, trouser leg edge,
and seanng part of upper and lower panel of jacket and
some other parts must be thin cotton plain or twill weave,
within 3cm wide, and use up tor@w stitching.

N In the case of backenter seaming, the seam width must be within 3 ¢Rig. 12, part B).
Anyreinforcementfabriccannotbe used for thébackseaming.

N Overlock stitch for fabric raw edge is allowed to prevent fray.

N Use of reinforcement pad on the back side is allowed for 3 places: shoulder, chest and armpi
(only one fabrig¢hicknesdor each place)

2¢(1)d(1) Shoulder pad

Up to 5row machinestitching must be used. The vertical length of the patstibe within
about 1/3 of upper back body length front and backThe pad material must be the same
Sashikdabric as jacket fabri¢Fig. 12, part C)

2¢(1)d(2) Chest pad

N Chest pad must be half ovslhaped and be attached from the base of the shoulder pad along
the collar using up to-Bow stitch.
The width of the chest pad must be approximately 1/4 of jdoeket backbody width.
(Measurement based on batlip joint width).
Excessively wide pad is not allowggig.11, part DiPad material must be the same fabric
as jacket fabric. Overlapping of shoulder pad and chest pad must be withimSicla the jacket

2¢(1)d(3) Armpit pad

Armpit pad must be ovadhaped and be attached using&w to 8row stitch. Pad material
must be the same fabric as jacket fabric, plain weave, or twill we&ig. 11, part E)

N Both side sl#ends are to besewn with covering fabric.
The length of side slit must be 1/3 to 1/2 of the lower jacket part length (Fig. 13).
A reinforcement fabric for above skinds is allowed within the size of 100 cmz2.

Note: Both side slits of jacket make Judo movement ed€aty one slit in the centdrack
is not allowed.)
If slit is longer than 1/2f the lower jacket part length, it will cause dishevelment.



FIG. 11(FRONT BODY OF JUDOSGCKET)
Col lar:Maximum Tcm thick
& 4~ cm wide

Cuff on sleeve:
Maximum 3cm wide\

Upper part of

jacket <

(Sashiko
fabric)

A

Y4

Lower part of Armpit pad About 1 Y wadi

jacket < (Oval-shaped) of l':he J(ackeg body "
(dlamond- width

patterned

Sashiko) - DANAX

FIG. 12(BACK BODY OF JUDQGCKET))

Center seam:

Shoulder pad:
B Maximum 3cm wide

Vertical length 1/3 of

upper body length

D

Sashiko sewing part
only

Back-center,

Both side body, and
Both sleeves

-A

(Reverse side)
Maximum 3cm wide
Reinforcement

APV V VSV VAV V.V

FIG. 13THE HEIGHT OF THHTSENDSSIDE OFHE JACKET) HAS TG T/O
1/2 OF THE LOWER PARTT®IE JACKEFIG 11 PART)A




. 2c(2)Trouser

in

in

J 2

FIG. 14TROUSERS

Knee pad on the fabric back must use only one layer ok#mee fabric as the trouser. Kne
pad must be placed lower than crotch pafffig. 14, part A)

The waist string must certainly be equipped. The material must be the same fabric ¢
trouser. Elastic material such as rubber, e&tmot allowed for string. Number of string loc
must be one or two. (Fig. 14, part B)

Reinforcement lining fabric for each side slit (waist part) is allowed to be used with the
fabric as trouser(Fig. 14, part C)

A cuff on a trouser (turiback of he leg edge) must be within 3 cm wide except raised |
(except protuberances). Thin tape fabric within 3cm wide is allowed to be used for cov
(Fig. 14, part D)

Gusset must be stitched onto the crotch pdfig. 14, part E)
Overlock stitch for falic raw edge is allowed to prevent fray.
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